Table 2. Range of apparent diffusion coefficients (DA) obtained for experiments carried out on duplicate Chalk cores. [DA is the coefficient appearing in Fick’s second law.]

	Sample
	DA ( 10-10m2/s
	DA Average ( 10-10m2/s 

	1a
	5.7
	5.9± 0.2

	1b
	6.1
	

	
	
	

	2a
	8.6
	8.7± 0.1

	2b
	8.8
	

	
	
	

	3a
	4.4
	4.5± 0.1

	3b
	4.6
	

	
	
	

	4a
	7.0
	7.7± 0.7

	4b
	8.4
	

	
	
	

	5a
	2.5
	3.1± 0.6

	5b
	3.7
	

	
	
	

	6a
	2.9
	3.4± 0.4

	6b
	3.8
	

	
	
	


