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The purpose of the maps in this series is to show the broad distribution of those mineral resources which may be of current or potential 
economic interest and to relate these to selected nationally-recognised planning designations. The maps are intended to assist in the 
consideration and preparation of development plan policies in respect of mineral extraction and the protection of important mineral 
resources against sterilisation. They bring together a wide range of information, much of which is scattered and not always available in a 
convenient form.
 
The maps have been produced by the collation and interpretation of mineral resource data principally held by the British Geological 
Survey. Information on the extent of mineral planning permissions has been obtained from the relevant Mineral Planning Authority (MPA). 
Some of these permissions may have lapsed or expired. The status of individual areas can be ascertained from the appropriate MPA. 
Location information on national planning designations has been obtained from the appropriate statutory body (Countryside Agency, 
English Nature and English Heritage). For further information the relevant body should be contacted.
 
The mineral resource data presented are based on the best available information, but are not comprehensive and their quality is variable. 
The inferred boundaries shown are, therefore, approximate. Mineral resources defined on the map delineate areas within which 
potentially workable minerals may occur. These areas are not of uniform potential and also take no account of planning constraints that 
may limit their working. The economic potential of specific sites can only be proved by a detailed evaluation programme. Such an 
investigation is an essential precursor to submitting a planning application for mineral working. Extensive areas are shown as having no 
mineral resource potential, but some isolated mineral workings may occur in these areas. The presence of these operations generally 
reflect very local or specific situations.
 
The maps are intended for general consideration of mineral issues and not as a source of detailed information on specific sites. The 
maps should not be used to determine individual planning applications or in taking other decisions on the acquisition or use of a 
particular piece of land, although they may give useful background information which sets a specific proposal within context.

PLANNING PERMISSIONS FOR MINERAL EXTRACTION
 
The extent of all known extant and former planning permissions for mineral working is shown on the map, irrespective of their current 
planning or operational status. The polygons were supplied as digital files by Calderdale, Kirklees and Wakefield Metropolitan Borough 
councils and by Leeds City Council, and also were digitised by BGS from Plotting Sheets and other documents supplied by City of 
Bradford Metropolitan Borough Council. In addition, planning permission information was digitally acquired from Ministry of Housing and 
Local Government maps for the area and incorporated in the data. This data has been checked and amended by the local Authorities 
shown below. Any queries regarding the sites shown should be directed to these authorities at the addresses shown below. The 
polygons cover active, former and restored mineral workings and, occasionally, unworked deposits.
 
Planning Permissions represent areas where a commercial decision to work mineral has been made, a successful application has been 
dealt with through the provisions of the Town and Country Planning legislation and the permitted reserve will have been depleted to a 
greater or lesser extent. Current planning status is not qualified on the map but is available in the underlying database.
 
Contact addresses:
 
City of Bradford Metropolitan Borough Council, Planning Division, Transportation & Planning Service, 3rd Floor, Jacob's Well, 
Manchester Road, Bradford BD1 5RW, Tel: 01274 753770, Fax: 01274 722840, web address: www.bradford.gov.uk
 
Calderdale Metropolitan Borough Council, Environmental Services Department, Northgate House, Northgate, Halifax HX1 1UN, Tel: 
01422 357257, Fax: 01422 392238, web address: www.calderdale.gov.uk
 
Kirklees Metropolitan Borough Council, Planning Services Department, PO Box B93, Civic Centre, Huddersfield HD1 2JR, Tel: 01484 
221593, Fax: 01484 221585, web address: www.kirkleesmc.gov.uk
 
Leeds City Council, Department of Planning, Merrion House, 110 Merrion Centre, Leeds LS2 8SH, Tel: 0113 247 8230, Web address: 
www.leeds.gov.uk
 
Wakefield Metropolitan Borough Council, Regeneration Department, Newton Bar, Wakefield WF1 2TX, Tel: 01924 206090, Fax: 01924 
306690, Web address: www.wakefield.gov.uk
 
 
 
 
 

Financial Year to March

Crushed rock total permitted reserves =  36.22 million tonnes (as at 31.12.03)

Production of natural aggregates, 1979 - 2004
Sand and gravel total permitted reserves =  not avaliable (confidential)
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This map comprises part of a summary of the 'Mineral Resources of Yorkshire and the
Humber Region'.
For more information see www.mineralsUK.com

Carboniferous:
Pennine Coal Measures

McEvoy, F M, and 8 others. 2006. Mineral Resource Information for National, Regional and Local Planning: West Yorkshire (comprising 
Metropolitan Boroughs of Bradford, Calderdale, Kirklees and Wakefield and City of Leeds). British Geological Survey Commissioned 
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Carboniferous:
Pennine Coal Measures

Carboniferous: selected sandstone
units within the Millstone Grit and
Pennine Coal Measures

Opencast coal: worked area

Otley Bridge

Clay & Shale

Co Coal

AMM Abandoned Mine Methane

PEDL037
ALKANE

HYDROCARBONS
 
Conventional oil and gas
 
Upper Carboniferous (Namurian and Westphalian) strata are at crop over the vast majority of West Yorkshire; only in the extreme east of 
the county are Permian strata at crop. Pennine Coal Measures (Westphalian) strata constitute part of the important East Pennines 
Coalfield, which is divided into regions, the majority of which have been heavily mined.
 
The potential for oil and gas relies on conditions similar to those occurring in the East Midlands oil province. This requires Carboniferous 
source rocks, with traps formed during the end of the Carboniferous Variscan Orogeny which have been little disturbed since their 
formation.
 
West Yorkshire lies towards the northwestern end of the Gainsborough Trough, a major Carboniferous basin within which oil and gas 
source rocks were deposited. To the southeast these rocks have produced significant quantities of hydrocarbons, forming the East 
Midlands oil province. There has, however, been little hydrocarbon exploration activity in the county, perhaps reflecting the presence of 
large urban areas as well as the coal mining activity. It is only in the southeast and northeast of the county where a few seismic reflection 
lines have been acquired for hydrocarbon exploration. The South Kirkby well was drilled to the northwest of the Trumfleet gasfield in 
neighbouring South Yorkshire. This well was found to be dry and subsequently abandoned.
 
The only other oil exploration wells in the county were drilled at Low Bradley in the far northwest and at Wessenden in the far southwest 
(see inset map). Others in neighbouring counties have been drilled close to the West Yorkshire boundary at Boulsworth and Weeton. All 
proved dry and were subsequently abandoned. 
 
The paucity of exploration to date indicates that the hydrocarbon potential of the county is poor, being perhaps highest in the southeast, 
where there is potential for the discovery of oil and gas as proved at Trumfleet and Hatfield in South Yorkshire. However, the majority of 
the exploration licences held in the county relate to the extraction of methane (see below).
 

Abandoned Mine Gas Drainage (AMM), Coal Mine Methane (CMM) and Coal Bed Methane (CBM) potential
 
Pennine Lower to Middle Coal Measures forming part of the East Pennine Coalfield crop out over much of the eastern half of the county. 
These Coal Measures are generally simple, eastwards dipping strata and are locally folded. They continue eastwards beneath the 
Permian cover rocks in the east of the county, being continuous with the concealed Eastern England Coalfield.
 
Within the county the coalfield has been heavily worked. However, by 2005, only one small mine remained in operation; although working 
from Kellingley colliery extends in to the east of the county. The coal across the county is a high volatile bituminous coal with a seam gas 
content of between 4.1 and 6.1 m   CH   per tonne. 
 
In the USA, most coalbed methane production is from coals containing 7 or more m   CH   per tonne. The lower gas content of the coal, 
combined with the fact that the coalfield has been heavily worked suggests that Coalbed Methane development from virgin coal seams 
in West Yorkshire is probably not economic at present and will be dependent on areas of undisturbed coal, which in the county will 
probably be limited. Future coalbed methane potential would require significant changes in the economics of extraction for the area to 
prove prospective.
 
Initially AMM potential in the county appears good, given the intense coal mining in the area. Alkane Energy hold a number of licences. 
They permit the extraction of gas from abandoned coal mines at Wheldale (near Castleford), which was then supplied either direct to 
local consumers or used on site for power generation. However, the potential for water entering and flooding areas of the mines, which 
are often interconnected, could impact greatly on prospects. Prospects in the county are thus thought to be good if the mines are not 
flooded. The schemes operated by Alkane have, however, seen rapid declines in the volumes of gas extracted.
 
A potential future area for development in undisturbed coalfield areas is Underground Coal Gasification. This is very much an unproven, 
new technology, which is under review and test in a number of countries. The level of former mining across the county and the depth of 
the coals might rule against this being a realistic resource in West Yorkshire.

Topography reproduced from the OS map by British Geological Survey with the permission of Ordnance Survey on behalf of The 
Controller of Her Majesty's Stationery Office,     Crown copyright.
All rights reserved. Unauthorised reproduction infringes Crown copyright and may lead to prosecution or civil proceedings. Licence 
number: 100037272 2006.
 
Digital SSSI, NNR, SAC, SPA and RAMSAR boundaries     English Nature 2006.
Contact address:
English Nature, Northminster House, Northminster, Peterborough, PE1 1UA, Tel: 01733 455000, Fax: 01733 455103, Web page: 
www.english-nature.org.uk
 
Positions of Scheduled Monuments at 25th September 2003 as supplied by English Heritage.
The majority of monuments are plotted using a centred NGR symbol. Consequently the actual area and/or length of a monument 
protected by the legal constraints of scheduling cannot be represented here. Monuments scheduled since that date are not accounted 
for.    Copyright English Heritage.
Contact address:
English Heritage, 23 Savile Row, London, WS1 2ET, Tel: 020 7973 3132, Web page: www.english-heritage.org.uk
 
Digital AONB boundaries     Countryside Commission 1986 (now Countryside Agency).
Contact address:
Countryside Agency, John Dower House, Crescent Place, Cheltenham, Gloucestershire, GL50 3RA, Tel: 01242 521381, Fax: 01242 
584270, Web page: www.countryside.gov.uk
 
Coal Licence Areas     The Coal Authority 2006.
Contact address:
The Coal Authority, 200 Lichfield Lane, Mansfield, Nottinghamshire, NG18 4RG, Tel: 01623 427162, Fax: 01623 638338
 
Published for the Office of the Deputy Prime Minister    Queen's Printer and Controller of Her Majesty's Stationery Office 2006.
 
This publication (excluding logos) may be reproduced free of charge in any format or medium for research, private study or circulation 
within an organisation. This is subject to it being reproduced accurately and not used in a misleading context. The material must be 
acknowledged as Crown Copyright and the title of the publication specified.
 
Applications for reproduction should be made in writing to: The Copyright Unit, Her Majesty's Stationery Office, St Clements House, 
1-16 Colgate, Norwich NR3 1BQ. Fax 01603 723000 or e-mail: copyright@hmso.gov.uk
 
 
 
 
 

BRICK CLAY, including fireclay
 
'Brick clay' is the term used to describe clay used predominantly in the manufacture of bricks and, to a lesser extent, roof tiles, clay 
pipes and decorative pottery. These clays may sometimes be used in cement manufacture, as a source of constructional fill and for 
lining and sealing landfill sites. The suitability of a clay for the manufacture of bricks depends principally on its behaviour during shaping, 
drying and firing. They will dictate the properties of the fired brick such as strength and frost resistance and, importantly, its architectural 
appearance.
 
Most facing bricks, engineering bricks and related clay-based building products are manufactured in large automated factories. These 
represent a high capital investment and are increasingly dependent, therefore, on raw materials with predictable and consistent firing 
characteristics in order to achieve high yields of saleable products. Blending different clays to achieve improved durability and to provide 
a range of fired colours and textures is an increasingly common feature of the brick industry. Continuity of supply of consistent raw 
materials is of paramount importance.
 
Brick clay has been worked extensively in the past, mostly from a number of mudstone horizons in the Pennine Coal Measures, and 
today the Pennine Coal Measures remain the principal brick clay resource in northern England. Resources of brick clay are extensive in 
West Yorkshire and there are several large production units for facing bricks, near Elland, Leeds, Dewsbury, Normanton and Wakefield. 
Several quarries in the vicinity of Denby Dale and Holmfirth extract Pennine Coal Measures mudstones for use in the manufacture of 
vitrified clay pipes at a plant in South Yorkshire. The suitability of Carboniferous mudstones for brick manufacture depends, in part, on 
their carbon and sulphur contents. Both may lead to firing problems and sulphur may also give unacceptable emission levels. Blending 
of clays may reduce these problems. The location of brick pits is principally the result of proximity to the centre of demand and ease of 
accessibility, rather than on factors simply of resource quality. Some 257,000 tonnes of brick clay was produced in West Yorkshire in 
2004.
 
Fireclays typically occur beneath coal seams and resources are confined to coal-bearing strata. The close association of fireclay and 
coal means that opencast coal sites are often one of the few viable sources.  Resources of fireclay are thus coincident with opencast 
coal resources.  Although originally valued as refractory raw materials, fireclay is now valued by the brick industry for its combination of 
good technical characteristics allied to its cream/buff-firing characteristics.  However, not all fireclays are suitable for buff brick 
production because of the presence of impurities. 
 
In the Halifax-Bradford-Leeds area all the fireclays from the Soft Bed to the Better Bed have been worked in the past by shallow mining 
and surface extraction. Today the only fireclay of economic importance is that associated with the Hard Bed Coal. The Hard Bed fireclay 
is a unique siliceous clay which, despite a relatively low alumina content, is unusual in having low alkalis and iron contents.  The Hard 
Bed fireclay is selectively worked on a small scale from both the Shibden No 2 Mine in the Halifax area and the Dog and Gun Quarry at 
Oxenhope. It is blended and used for the manufacture of glasshouse pots, a refractory pot used for melting specialty glasses such as 
lead crystal glasses.  The advantage of siliceous clay with a low iron content is its ability to dissolve into the glass without causing 
contamination. Fireclay is also produced in association with brick clay from sites near Denby Dale and Normanton for use in pipe 
manufacture. In 2003, the total production of fireclay in West Yorkshire was 10,000 tonnes.
 

SAND AND GRAVEL 
 
Sand and gravel are defined on the basis of particle size rather than composition. In current commercial practice, following the 
introduction of new European standards from 1st January 2004, the term 'gravel' (or more correctly coarse aggregate) is used for general 
and concrete applications to define particles between 4 and 80 mm, and the term 'sand' for material that is finer than 4 mm, but coarser 
than 0.063 mm. For use in asphalt 2 mm is now the break point between coarse and fine aggregate. Most sand and gravel is composed 
of particles that are rich in silica (quartz, quartzite and flint), but other rock types may occur locally.
 
The principal use of sand are as fine aggregate in concrete, mortar and asphalt. The main use of gravel is as coarse aggregate in 
concrete. Substantial quantities of sand and gravel may also be used for construction fill.
 
Between 1998 and 2004 annual production of sand and gravel in West Yorkshire has increased from 290,000 tonnes to 409,000 tonnes. 
Recent production is shown on the graph. 
 
Sand and gravel resources occur in a variety of geological environments. In West Yorkshire these resources occur mainly within 
superficial deposits, subdivided into glaciofluvial sand and gravel and river terrace sand and gravel.
 
SUPERFICIAL DEPOSITS
 
Generally, only exposed sand and gravel is defined, although sub-alluvial inferred resources of sand and gravel occurring beneath 
modern river flood plains may be extensive in some places. Narrow (< 200 metres) spreads of sub-alluvial deposits are mainly excluded 
from the map.  Their limited width is likely to preclude economic working of any sand and gravel present.
 
Glaciofluvial deposits
 
These are deposits mapped as the products of deposition by glacial meltwaters and are nowadays commonly labelled on BGS maps as 
glaciofluvial deposits, a more accurate description of their origin. The sequence of these deposits is complex with mappable units 
commonly exhibiting intricate relationships. Bodies of sand and gravel may occur as sheet- or delta-like layers above till deposits or as 
elongate, irregular lenses within the till sequence. Areas of wholly concealed, and thus unknown, bodies of sand and gravel may occur 
under spreads of till and other drift deposits.
 
West Yorkshire was affected by at least two glaciations although evidence of earlier phases has largely been obliterated by the final, 
Devensian phase. Earlier, pre-Devensian, glaciofluvial deposits occur south of Leeds and Bradford. These deposits comprise thin bodies 
of sandy gravels with a variable content of fines.  They are heavily dissected by erosion and thus are patchily preserved, typically on the 
higher ground. Small isolated patches occur in the Calder Valley, at Hebden Bridge and north of Elland, where up to 5 m of fairly well 
bedded gravel with numerous pebbles of red and grey granite, quartzite and volcanic rocks are preserved. It is thought that the same 
material may underlie the entire alluvial plain of the River Calder. In the easternmost part of the map, pre-Devensian deposits occur at 
lower elevations, for example at Castleford. These deposits are compositionally distinguishable reflecting their source materials. 
Deposits occurring on the Pennine Coal Measures crop, near Oulton and Rothwell, are dominated by Carboniferous sandstone clasts 
while on the Permian crop, dolomitic limestone accounts for over 90 per cent of the clast content. The deposits at Rothwell comprise an 
overall mean grading of 12 per cent fines, 44 per cent sand and 44 per cent gravel but are considerably variable, from very clayey sandy 
gravel to gravel.  The gravel fraction is predominantly coarse-grained with rounded to angular clasts of Carboniferous sandstone with 
subordinate chert and limestone. The sand fraction is mainly medium-grained, sub-angular to rounded quartz. Fines consist of yellowish 
brown silt and clay. 
 
Later Devensian deposits occur north of Bradford and Leeds buried in the former channels of the rivers Aire and Wharfe. These valleys 
broadly coincide with buried, drift-filled channels, locally in excess of 50 m deep.  The Wharfe valley commonly has a narrow course and 
is incised into a gorge between Wetherby and Boston Spa. Upstream of Linton, erosion of pre-existing till deposits resulted in erosional 
terraces that were incised, and at wider points along the Wharfe valley, terraces of sandy gravel were deposited. These deposits, which 
grade eastwards into proglacial deposits, are worked at Firgreen for building sand and construction fill. A series of smaller late-glacial, 
melt water channels are present in the valley sides and upland areas especially in an arc from west of Keighley to Bradford and Shipley.  
These small, highly variable, isolated patches comprise bedded sands and gravels with some thin, laterally impersistent beds of clay.
 
Glaciolacustrine deposits
 
During the Devensian glaciation, ice occupying the present coastal zone farther east blocked the eastward-draining valleys including the 
Humber Gap between Brough and Winterton and thus impounded 'Lake Humber' in the southern part of the Vale of York.  Deposits 
associated with this glacial lake, termed glaciolacustrine deposits, occur in the easternmost part of West Yorkshire, around Knottingley,  
forming undulating low ground at about 8 m above OD and conceal local developments of older sand and gravel.  These deposits 
comprise buff to pale orange sand, ranging from predominantly fine to medium in grain size, and are locally clayey or silty.  A 
characteristic feature is the presence of thin gravely layers of coal and carbonaceous mudstone clasts.  
 
River Sand and Gravel (Terrace and Sub-alluvial deposits)
 
Resources occur in both raised river terrace sequences flanking the modern floodplains and in flood plain terrace deposits associated 
with, and underlying, present day alluvium. This sequence of deposits is best developed along the rivers Wharfe, Aire and Calder with a 
succession of deposits formed, representing accumulations of sand and gravel in response to falling sea level in Pleistocene times.  The 
pattern of these deposits was largely controlled by both the existing bedrock and newly formed glacial features. 
 
In the Wharf valley, three terraces occur between 3 and 12 m above the present floodplain, whereas in the Aire valley, two terraces have 
been identified, occurring between 2 and 12 m above the floodplain. In the Aire valley, the most extensive terrace deposits occur 
between Leeds and Castleford. In the Leeds area, much has been sterilised by urban development but resources remain further 
downstream in the Oulton-Castleford area, particularly at the confluence of the rivers Aire and Calder. In 1998, a detailed assessment of 
the deposits in this area, undertaken by the BGS, identified potentially workable fluvial deposits ranging from very clayey pebbly sand to 
gravel with a mean grading of 12 per cent fines, 55 per cent sand and 33 per cent gravel.  The sand fraction is mainly medium-grained, 
angular to rounded quartz with lithic grains. The gravel fraction is predominantly medium-grained with sub-rounded to sub-angular clasts 
of Carboniferous sandstone, which commonly forms more than 90 per cent of the clasts. Minor amounts of siltstone, mudstone, chert, 
quartz, ironstone and coal together form the remaining 10 per cent. Aggregate Impact Values quoted for the gravel fraction ranged 
between 40 and 42.
 
The terrace deposits associated with the River Calder are worked at several localities, including Sands Lane Quarry, near Mirfield, 
Grange Farm, near Wakefield and Methley, near Mickletown. At Methley, approximately 180,000 tonnes of aggregate are extracted per 
annum. The deposit is on average 4-5 m thick and contains around 10 per cent silt and clay, with a sand:gravel ratio of 70:30.  
Carboniferous sandstone is the dominant lithology with some mudstone and variable amounts of coal and carbonaceous material. At 
Grange Farm, although geologically similar, the deposit is significantly coarser with 60 per cent gravel and 40 per cent sand.

COAL
 
Part of the East Pennines Coalfield is covered by the central and south-eastern parts of West Yorkshire. The coal-bearing strata are 
rocks of the Pennine Lower and Middle Coal Measures (Upper Carboniferous) and generally dip to the east or south. Coal seams crop 
out at the surface, except in the extreme east of the county where they are concealed by younger rocks, down to depths of 1200 m 
below Ordnance Datum. Coal seams are numerous and many are developed at a regional scale.  They vary laterally in both thickness 
and composition, chiefly by variation in the number of dirt partings present within the seam.  Twenty-two coal seams are recognised in 
the Lower Coal Measures and nine in the Middle Coal Measures. The seams are mainly bituminous and the calorific value and rank of the 
coals broadly increases eastwards.  Sulphur is an impurity associated with all Yorkshire coals, with the most easterly parts of the 
coalfield recorded as moderately high in sulphur.  In recent years, underground production in Yorkshire has been concentrated in the 
Barnsley seam complex, a thick, relatively undivided seam with lower values of sulphur (1.01 per cent).  In West Yorkshire, the Barnsley 
seam occurs along the southeastern margin.
 
Following the closure of the Prince of Wales Mine near Pontefract in 2002, West Yorkshire is now only a modest producer of coal. From 
1999 to 2004, total coal production in West Yorkshire fell from 2.3 Mt to 0.33 Mt. The small Hay Royds Colliery, south of Skelmanthorpe, 
was the only operational underground coal site, producing at the end of 2005 and all opencast coal mining ceased during 2005. 
However, prospects for opencast coal remain.
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Park Nook Fireclay Mine (Park Nook Farm) (Fr)

West Lane (Grange House) (Sst)

Siddal Top (Cl)

Towngate (Sst)

Cinder Hill Fire Clay Works (Siddal & Southowram) (SiR)

Pinner Lane (Sst)
Stoney Brow (Sst)

Brighouse (Marsh Lane) (Fr)

Church Lane (Marsh Lane) (Sst)
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Thumpas (Thumpas North) (Sst)
Long Lane (Slaten, Beacon Lodge) (Sst)

Hipperholme and Shibden Fire Clay Works (Shibden Hall Colliery) (Fr)

Shibden Valley Mine (Horley Green Works) (Fr)

Springfield (Fr)

Scout (Sst)

Ringby Park Spring (Sst)

Gan Ganister

Lst Limestone, including dolomite

Mineral, unspecified

San Sand

Sst Sandstone

Silica Rock

 

CRUSHED ROCK AGGREGATES
 
A variety of hard rocks are, when crushed, suitable for use as aggregates. Their technical suitability for different applications depends on 
their physical characteristics, such as crushing strength and resistance to impact and abrasion. Higher quality aggregates are required 
for coating with bitumen for road surfacing, or for mixing with cement to produce concrete. For applications such as constructional fill 
and drainage media, with less demanding specifications, lower quality materials are acceptable.
 
The crushed rcok aggregate resources of West Yorkshire are confined to Carboniferous sandstones and Permian dolomites (or 
dolostones). Sales of crushed rock were a modest 649,000 tonnes in 2004, the major proporttion of which was sandstone.
 
Sandstone
 
The Carboniferous sandstones of the Millstone Grit and Pennine Coal Measures of Yorkshire have traditionally been extensively used as 
a source of building stone and today both disused and working quarries are a common feature of the landscape.
 
Carboniferous sandstones consist of sand-sized particles, with minor pebbles, composed dominantly of quartz, but also with some 
feldspar, which are cemented by silica, to a greater or lesser extent. The sandstones are typically buff-coloured, although locally grey, 
and vary from fine- to coarse-grained.
 
Most of the sandstones are too weak and porous to make good quality aggregate for roadstone and concrete, but may be suitable for fill 
and for the production of manufactured sand to produce reconstituted stone products.
 
There are currently around 45 working sandstone quarries in West Yorkshire, the largest concentration of sandstone quarries in Britain. 
Most quarries produce blockstone or a range of masonry products, and some crush and process significant amounts of sandstone to 
produce manufactured sand for aggregate use. Some quarries produce crushed sandstone aggregate for less demanding specifications 
and very small amounts of building sand are also produced. Some 450,000 tonnes of sandstone was produced in West Yorkshire in 
2004, mainly for aggregate use, although in terms of value, building sandstone is important.
 
There are many sandstone units within the Carboniferous strata, but the Woodhouse Grit (now known as the Midgley or Brandon Grit), 
the Woodhouse Grit Flags (Scotland Flags), the Rough Rock, the Rough Rock Flags and the Huddersfield White Rock (all Millstone Grit) 
and the Elland Flags and Greenmoor Rock (Pennine Lower Coal Measures), plus the Thornhill Rock (Pennine Middle Coal Measures) and 
the Ackworth Rock (Pennine Upper Coal Measures) are the most extensively worked of the sandstones. These sandstones represent the 
main sandstone resource and only the extent of these sandstones is shown on the map.
 
Dolomite
 
Dolomites (and subordinate limestones) of Permian age occupy a narrow outcrop at the eastern margin of the area. These Permian rocks 
- commonly known as the Magnesian Limestone - are highly variable lithologically and in their rock properties. They are relatively soft, 
with high porosity and are frequently too weak and friable to make high quality aggregate. Nevertheless, they are quarried for low-grade 
applications, such as sub-base roadstone and fill, and some of the beds are sufficiently sound, strong and durable to be used as 
concreting aggregate or coated roadstone. Production in West Yorkshire is modest.
 
In West Yorkshire, the Permian sequence is made up of two carbonate rock units, separated by calcareous mudstone. The carbonate 
units are known as the Cadeby Formation (formerly Lower Magnesian Limestone) and the Brotherton Formation (formerly Upper 
Magnesian Limestone). The Cadeby Formation is between 55-90 m in thickness and consists of a varied sequence of dolomites and 
limestones. The Brotherton Formation is around 20 m in thickness and is fairly homogeneous, consisting mostly of hard flaggy 
limestones and dolomites.
 

Fr Fireclay

BUILDING STONE
 
Historically the area has been the UK's most prolific source of Carboniferous building sandstones and has also produced a number of 
other building limestones for local use. The sandstones are generally marketed under the generic term 'York Stone'.
 
The oldest rocks that have been used for building are the hard, quartzose sandstones of the Millstone Grit Group. They have been 
worked for block stone, rubblestone, flagstone and roofing stone throughout the area. Extensive quarrying of the many sandstones beds 
present in the Group is generally associated with the development of the principal industrial settlements of the area. Quarrying centred 
around Horsforth, Guisley, Keighley, Halifax, Huddersfield and Holmfirth, in the north and west, and Pontefract and Ackworth in the east. 
The best known sandstone unit of the Group is the Rough Rock, the principal source of building stone in Huddersfield, obtained from the 
quarries of Crosland Moor. 
 
The overlying Pennine Coal Measures Group succession has also in the past been a prolific source of building sandstones at Leeds, in 
the Harehills, Potternewton and Scott Hall quarries, and at Bradford, in for example the Bolton Woods, Fagley Flappit and Idle quarries. 
All of the many sandstones that occur in the succession have, however,  been used for local building purposes. The best known of these 
sandstone units are the Gaisby Rock (Spinkwell Stone) and Elland Flags in the Bradford-Leeds area, from the Pennine Lower Coal 
Measures. In 1900 there were more than 40 Elland Flagstone quarries and mines operating around Halifax at Northowram, Southowram, 
Hipperholme and Brighouse.
 
Cropping out along the eastern margin of the area are the magnesian limestones of the late Permian, Cadeby Formation. These pale 
coloured dolostones have been extensively quarried since Roman times, for local building stone along much of their outcrop, most 
notably around Wetherby, Bramham, Castleford and Pontefract.
 
The area currently has the largest concentration of active sandstone quarries in the UK. Magnesian limestone is produced at one quarry.
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KELLINGLEY COLLIERY

Active underground mineActive rail aggregate depot

CR Crushed Rock

Altofts Brickworks (Sg)

Thomson’s Wood (Lst)

Glasshoughton OCCS (Cl)

Kirkthorpe Weir (Sg)
Broadreach Lock

Ashfield

Wheldale Sand Quarry (Wheldale Sand Mine) (San)

Ackton (Co, Sst)

Syndale Brickworks (Cl)

Upton Brickworks (Cl)

Linshawe Road (Sst)

Sandy Piece (Sst)

Woodhouse (Sst)

Lane Head (Sst)

Sovereign (Sst)

Triangle (Sst)
Royd Edge (SiR, Sst)

Hagg Wood (Sst) Robin Rocks (Sst)

Honley Old Wood (Sst)
Scotgate (Sst) Cross Lane Mine (Fr)

Sands House (Sst)

Park (Sst)Heath (Sst)

Moorfield (Sst)

Pennine (Sst)
Kirk Smeaton (Lst)

Wellfield (Sst)

Spinkwell (Manor House) (Sst)
Crosland Hill (Sst)

Chapel Fields (Sst)
Malley Hole (Sst)

Brackenhill (Sst)
Constitution Lane (Sst)

Lower Hall (Fr)

Hill Top (Sst)

Millfields (Sg)
Birchencliffe (Cl)

Portobello (Sg)Castle (Sst)

Whinney Lane (Fr, Co)
Westgate Brickworks (Cl, Min) Snydale (Cl)Calder (Victoria Fireclay Mine) (Fr, Cl)

Middle Delph (Five Acres) (Sst)
Moor (Sst)Spring Hill (Sst)

Welbeck Lane (Sg)
Wind Hill Brickworks (Fr)

Newlands Lane (Rudd OCCS) (Fr)

St. Johns (Cl)
Stanley Ferry (Cl)
Stanley Ferry (Sg)

England Lane (Lst)

Pinnar Lane (Sst)

Hollywell Woods (Sg)Trimmingham (Sst)

Lofthouse Park Brickworks (Lofthouse Brickworks) (Cl)
Lofthouse (Lingwell Nook Lane) (Sg)

Scout (Scout End) (Sst)
Healdfield (Cl) Ferry Fryston (Sg)Finsdale (Sst)

Britannia No.1 (Sst)

Royds Green Farm (Sg)
Sugar Hill (Sg)

Landemere (Sst)

Delph Hill (Moor End) (Sst)
Howden Clough Road (Howden Clough South OCCS) (Co, Fr)

Wide Lane (Cl)

Street Lane Mine (Fr)West of Shelf (Fr)Jubilee (Sst)

The Hut (Soil Hill) (Fr)

Swillington Brickworks (Cl)
Birks Fireclay Works (Fr, Co)

Cocking Lane (Clayton Fireclay Works) (Fr)

Deep Lane (Sst)
Post Hill (Post Hill & Park Spring) (Sst)

Burmantofts Works (Fr)
Leeds Patent Brickworks (Cl)Fagley (Sst)

Manywells (Cullingworth) (Sst)
Newlay (Sst)

Kirkstall Forge (Forge, Abbey Road) (Sst)

Claremont (Sst)

Lees Moor (Sst)

Woodside (Clayton Wood) (Sst)

Whitewell Farm (Sst)

Goose Eye (Sg) Park (Cl)

Braithwaite Edge (Sst) Black Moor Farm (Sst)
Blackhill (Sst)

Arthington (Sst) Bramham (Sg)
Beacon Hill (Yorkgate) (Sst)

Pool Bank (Sst, Cl)

Otley Bridge (Sg)

Linton Road (Collingham) (Sg)

Ben Rhydding (Sg)

Wetherby (Lst)

Rawden Hill (Sst)

Moor Lane Delph (Sst)

Robin Hood (Cl, Sst)

Sunnyside (Sst)

(North Dean Quarry) (Sst)

Soil Hill (Upper Shay Farm) (Cl)

Crow Hill (Sst)

Blackley (Cl, Fr)

Hollin Hall (Sst)

Bacup Road (Fr)

Soil Hill (Soil Hill Pottery) (Cl)

Only House (Sst)

Fly Delph (Sst)

Elland & Rastrick (Co, Fr)

Pepper Hill (Fr)

Clough Foot Mine (Fr)

Banks (Fr)

Slate Pit Wood (Sst)

Rockingstones (Sst)

Penfield (Cl)

Oxlee (Cl)

Moselden (Sst)

Midgenham Cliff End (Sst)

Cringles
Bottom (Sst) Cringles

Top (Sst)

West Dimples
(Dimples) (Sg)

Springfield Farm
(Crag) (Fr, Co)Bankfield

(Sst, Sg)

South Graine (South
Graine Farm) (Fr)

Rock End Delph
(Rock End Moor,
Delph) (Sst)

Brink Top Farm
(Hathershelf Scout
Delphs) (Sst)

Scotland and
Thorney Lane (Sst)

Park Edge (St Michaels
Mount, Clock Face) (Sst)

Marsh (Marsh
Quarry) (Sst)

Hunter Hill (Hunter
Hill Delphs) (Sst)

Soil Hill
(Fly Delph)
(Sst)

Ferniehurst
(Baildon) (Sst)

Wrose Brow (Shipley
Brick & Fireclay) (Fr)

Weatheroyds
Wood (Sst)

Bolton Wood
(Oak Bank) (Sst)

Calverley
Wood (Sst)

Guiseley (Guisley
Brickworks) (Cl)

Farnley Park
(Knotford Nook) (Sg)

Cragg Hill
(Crag Hill)
(Sst)

Tyersall Hall
Farm (Fr)

Westroyd Hill
Fireclay Mine (Fr)

Long
Close
(Sst)

Victoria
(Sst, Lst)

Bramley (Bramley
Brickworks) (Cl)
Hough End (Park, Park
Spring & Hough End) (Sst)

Burmantofts Brickworks
(Bickerdyke Street) (Cl)

Rake
Bank
(Sst)

Ambler
Thorn
(Fr, Co)

Holmfield (Howcans
Fireclay Works) (Fr)

Hillhouse
Edge (Sst)

Ponker Hill (Ponker,
Addy’s) (Fr)

Blake Hill
End (Sst)
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Shelf (Sun
Wood) (Fr) Storr Hill (Storr

Hill Brickworks) (Cl)

Pea Wood
Fireclay Mine (Cl)

Storth Fireclay
Mine (Storth
Firebrick Works) (Fr)

Ring Road
(Cl, Co)

North of
Birstall (Fr)

Woodkirk
(Soothill
Brickworks)
(Sst, Cl)

Eccleshall (Victoria
Clayworks) (Cl)

Monkhill Lane
(Eleanor St) (Cl)

St Johns OCCS
Ph. 2 (Co, Cl)

Goosehill Junction (Sg, Cl)

The Strands &
The Wyke (Sg)

Grange Farm (Greenfield Farm,
Wadhouse Lane) (Sg, Co)

Wakefield (Pugneys
OCCS) (Sg, Co)

Upton Colliery
Brickworks (Cl)

Upton Football Ground
(Upton Brickworks) (Cl, Co)

Hemsworth
Gate (Sst)

Hemsworth
Brickworks (Cl)

South Elmshall (Cl)

Taylor Hall Lane
Brickworks (Cl)

Fieldhouse
Fireclay
Works (Fr)

Lowfields (Sg)

Thornton (Fr)

White Rock (Sst)

Grove Farm
OCCS (Sst, Co)

Methley (Sg)

Branshaw (Sst)
Shaw (Hainworth
Shaw) (Sst)

Dog & Gun (Fr) Ten Yards Lane (Sst)

Buck Park (Sst)

Far Shay Farm
(Shay Farm) (Fr, Cl)

Rawden
(Apperley
Lane) (Sst)

Bolton
Wood (Sst)

Bridge End
(Sg, Co)

East Chevin
(Sst)

Carlton Lane (Sst)
Highmoor (Lst)

Woodside (Sst, Lst)

Apex (Sst)
Hawksworth (Sst)

White Hall (Sst)

Woodhall (Fr, Sst)

Peckfield (Lst)

Hembrigg (Sst)

Britannia (Rein Road) (Sst, Lst)

Odda Lane (Hawksworth) (Sst)

Rothwell
Haigh (Sst)

Howley Park
Brickworks (Sst, Cl)

Crosland Heath (Sst)

Waterhole (Crosland Hill) (Sst)

Matlock House (Sst)

Kirkburton
Fireclay Mine (Fr)

Bogden Fireclay Mine
(Victoria No 2 Drift Mine) (Fr)

Appleton (Sst)
Carr Hill (Sst)

Jane
Well (Sst)

Bromleys (Bromley
Farm, Bromley
No 2) (Fr)

Shuttle Eye
Colliery (Fr)

Sands Lane
(Sands) (Sg)

Heaton Hall
(Fr, Co)

Wakefield
Road (Sg)

Bog Green
(Fr, Cl, Sst)

Wakefield Road
Brickworks (Cl)

Sandal
Brickworks
(Sg, Co)

Glass Houghton Brickworks
(Mount, Glass Houghton) (Fr)

Castleford
Cemetery (Cl)

Park Balk (Jackson's,
Thorn Tree Flats) (Lst)

Broomhill
(Womersley
Road) (Lst)

Thornes (Sg)

Cringlesworth (Sst)

Clumpcliffe Farm
Borrow Pit (Sg)

Wyre
Hall (Cl)

Cockersdale
Tong Beck (Fr)

Cardigan Mineral
Estate B (Fr)

Beeston
Royds (Cl)

Belle Isle Mine
(Belle Isle Brickworks)
(Cl, Co, Fr)

Oulton (Cl, Sst)

Elland Road Fireclay Mine
(Holbeck Brick & Fireclay Works) (Fr)

Baron Close (Elland Road &
Baron Close Brickworks) (Cl)

Raw Lane
(Sst)

Bramley
Fall (Sst)

Owlet Hall
Fireclay Mine (Fr)

Top Bank
(Bank Top)
(Sst)

Chellow
Grange (Sst)

Horton Bank Bottom
Fireclay (Fr)

Kirkheaton (Fr, Cl, Co)

Lower Cumberworth (Fr)

Newlands
Lane (Co, Cl)

Nostell Brick &
Tile Work (Cl)

Bare Head (Sst)
Green Lane (Sst)

Pasture House (Sst)

Squire Hill (Sst)
Cromwell (Sst)

Northowram Hills (Sst)

Thumpas
North (Sst)

Sunnybank
Farm (Sst)

Pond (Sst)

Watson (Sst)

Elland Edge (Sst)
Calder Brickworks South (Cl)

Calder Brickworks (Fr)

Ashgrove Clay Works (Fr)

Woodcock
Delph (Sst)

Gibb Hill
(Sst?)

Sunny
Bank (Sst)

Mount
Tabor (Sst)

Raw Lane
(Sst, Sg)

Naylor
Hill (Sst)
Hallas Rough
(Flappit) (Sst)

Nab Hill
Delph (Sst)

Derby
Delph (Sst) Spa Green

Brickworks (Cl)

Hillhouse Edge (Sst)

Windy
Edge (Sst)

Hade
Edge (Sst)

Temple (Sst, Cl)

Peace Wood (Fr)

Fir Green (Bar
Lane) (San)

Wheldale (AMM)

Ackworth Moor Top (Sst)

Lower
Cumberworth (Fr) Henperch (Cl)

Sandfold (San)

Moor Top
(Moorfield) (Sst)

Gibson
Mill (Min)

Ingham’s (Windmill Hill, Red Brick Works,
Ingham’s Brick and Pipe Works) (Fr)

Methley
Road (Min)

Newmarket
Lane (Min)

Prince of
Wales Colliery (Min)

Crofton
Junction (Min)

Pot House
Farm (Cl)

Boyne Hill Farm (Min)

South Elmshall (Lst)

Fryston (Lst)

Ledston Sand
Mine (San)

Hay Royds Colliery (Co)
Snape (SiR,
Gan)

Hunslet (CR)


